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June 2, 2014 
 
 
 
Mr. Todd Clifford 
TD Development, LLC 
720 Eagle View Court 
Mason, Ohio 45040 
 
RE: Limited Asbestos Bulk Sampling & Analysis Report 
              Former Beech Nut Facility – 102 Church Street, Canajoharie, New York 13317 
 AECC Project Number:  14-124 
 
Dear Mr. Clifford: 
 
The Asbestos & Environmental Consulting Corporation (AECC) performed a limited asbestos 
bulk sampling event at the former Beech Nut Facility, located at 102 Church Street, in 
Canajoharie, New York. The sampling was limited to the warehouse sections of the former 
plant, as directed by the Client’s representatives at the project site.  The asbestos bulk samples 
were collected by Mr. Nick Coulombe, a New York State Department of Labor (NYSDOL) 
asbestos-certified Building Inspector. Post collection, the samples were labeled and sent to 
AmeriSci New York for laboratory analysis.  The following building materials were collected and 
analyzed: 
 
Table 1 – Bulk Sampling / Asbestos Analysis Summary 

SAMPLE 
NUMBER 

MATERIAL 
DESCRIPTION 

SAMPLE 
LOCATION 

ASBESTOS 
CONTENT 

FIELD-001A,B Built-Up Roofing Roof Section 1 – Top Layer NAD 

FELT-002A,B Roofing Felt Paper Roof Section 1 – Bottom Layer TRACE 

INS-003A,B Roof Deck Insulation (White) Roof Section 1 - Deck NAD 

FIELD-004A,B Built-Up Roofing Roof Section 2 – Top Layer 1.6% 
Chrysotile 

FELT-005A,B Roofing Felt Paper Roof Section 2 – Bottom Layer NAD 

INS-006A,B Roof Deck Insulation (White) Roof Section 2 – Deck NAD 

FIELD-007A,B Built-Up Roofing Roof Section 3 – Top Layer NAD 

FELT-008A,B Roofing Felt Paper Roof Section 3 – Bottom Layer NAD 

FIELD-009A,B Built-Up Roofing Roof Section 4 – Top Layer NAD 
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Table 1 – Bulk Sampling / Asbestos Analysis Summary 

SAMPLE 
NUMBER 

MATERIAL 
DESCRIPTION 

SAMPLE 
LOCATION 

ASBESTOS 
CONTENT 

FELT-010A,B Roofing Felt Paper Roof Section 4 – Bottom Layer NAD 

INS-011A,B Roof Deck Insulation (White) Roof Section 4 – Deck NAD 

FIELD-012A,B Built-Up Roofing Roof Section 8 – Top Layer 1.4% 
Chrysotile 

INS-013A,B Roof Deck Insulation (White) Roof Section 8 – Deck NAD 

FIELD-014A,B Built-Up Roofing Roof Section 6 – Top Layer NAD 

FELT-015A,B Roofing Felt Paper Roof Section 6 – Bottom Layer NAD 

INS-016A,B Roof Deck Insulation (White) Roof Section 6 - Deck NAD 

FIELD-017A,B Built-Up Roofing Roof Section 7 – Top Layer 1.5% 
Chrysotile 

FIELD-018A,B Built-Up Roofing Roof Section 9 – Top Layer 2.3% 
Chrysotile 

HMOP-019A,B Roofing Hot Mop Roof Section 9 – Bottom Layer NAD 

FIELD-020A,B Built-Up Roofing Roof Section 10 – Top Layer NAD 

FELT-021A,B Roofing Felt Paper Roof Section 10 – Bottom Layer NAD 

FIELD-022A,B Built-Up Roofing Roof Section 11 – Top Layer <1% 
Chrysotile 

FELT-023A,B Roofing Felt Paper Roof Section 11 – Bottom Layer NAD 

INS-024A,B Roof Deck Insulation (White) Roof Section 11 – Deck NAD 

FIELD-025A,B Built-Up Roofing Roof Section 12 – Top Layer 1.5% 
Chrysotile 

FELT-026A,B Roofing Felt Paper Roof Section 12 – Bottom Layer NAD 

INS-027A,B Roof Deck Insulation (White) Roof Section 12 – Deck NAD 

 
Table Notes: 
NAD = No Asbestos Detected 
TRACE = <0.25% Asbestos   

 
Asbestos Bulk Sample Summary – By regulatory definition, a building material must be 
greater than one percent (1%) asbestos to be considered an asbestos-containing material 
(ACM).  During this sampling event, the built-up roofing materials on roof sections #2, #7, #8, #9 
and #12 were determined to be ACMs by laboratory analysis.  According to State and Federal 
laws, ACMs and presumed asbestos-containing materials (PACMs) must be handled and 
disposed of by a licensed abatement contractor prior to any renovation or demolition-related 
activities.  The laboratory analysis results have been included in Attachment B of this report. 
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OSHA Compliance – It should be noted that the Occupational Safety & Health Administration 
(OSHA) Asbestos Standard (29 CFR 1926.1101) has a definition for both "asbestos" and 
"asbestos-containing material."  Under OSHA Asbestos Standard, the definition of asbestos 
covers all materials containing any concentration of detected asbestos, including those with 
concentrations less than or equal to one percent asbestos (i.e. the roofing felt paper on roof 
section #1 and the built-up roofing on roof section #11).  Although work operations conducted in 
areas where a material contains less than or equal to one percent asbestos is an "unclassified" 
operation, the employer still must follow the requirements of 29 CFR 1926.1101(g)(1) [except 
(g)(1)(i)], (g)(2) and (g)(3) that describe engineering and work practice controls operations to 
prevent unnecessary asbestos exposures to their employees (worker protection regulations). 
 
Transmittal of Building / Structure Asbestos Survey Information – As required by New York 
State Industrial Code Rule 56, copies of this report shall be immediately transmitted by the 
building/structure owner, as follows: 
 

1. One (1) copy of the completed asbestos survey shall be sent by the owner, or their 
agent, to the local entity charged with issuing a permit for such demolition, 
renovation, remodeling, or repair work under state or local laws. 

 
2. One (1) copy of the completed asbestos survey for controlled demolition (as per 

Subpart 56-11.5) or pre-demolition asbestos projects shall also be submitted to the 
appropriate Asbestos Control Bureau district office. 

 
3. One (1) copy of completed asbestos survey shall be kept on the construction 

(demolition) site with the asbestos notification and variance, if required, throughout 
the duration of the asbestos project and any associated demolition, renovation, 
remodeling, or repair project. 

 
Report Note – This sampling event was limited in nature.  Only the main roof fields were 
sampled, as per the direction of the Client.  In the event that other building materials (materials 
not specifically identified in this report) are identified during the course of the project, the 
materials shall be treated as presumed asbestos-containing materials (PACMs) until examined 
by an appropriately trained/certified individual and/or laboratory analysis proves otherwise. 
 
If you have any questions pertaining to this report, please contact me directly at (315) 432-9400.   
 
Sincerely, 
Asbestos & Environmental Consulting Corporation 
 
 
 
Bryan Bowers 
President / Owner 
 
Attachment A: AECC Company License and Personnel Certifications 
Attachment B: Asbestos Bulk Sample Laboratory Results  
Attachment C: Figure 1 
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ATTACHMENT A 
AECC COMPANY LICENSE AND PERSONNEL CERTIFICATIONS 





 
The following letter codes (as shown on the handling certificate) represent the 
corresponding asbestos classifications. 
 
A – Asbestos Handler  D – Asbestos Inspector   G – Asbestos Supervisor 
B – Allied Trades  E – Management Planner   H – Asbestos Project Monitor 
C – Air sampling Technician  F – Operations & Maintenance   I – Asbestos Project Designer 

 
 

  
 

 
ASBESTOS CERTIFICATION 
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ATTACHMENT B 
ASBESTOS BULK SAMPLE LABORATORY RESULTS 
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AmrnrScr

Asbestos & Environmental Consulting C

Attn: Bryan Bowers
6308 Fly Road

East Syracuse, NY 13057

AmeriSci New York
I17 EAST3OTH ST.

NEWYORK, NY 10016
TEL: (212) 679-8600 , FAX: (212) 679-3114

PLM Bulk Asbestos Report
Date Received oslzTlt4 AmerisciJob # 214054g85
Date Examined 05129114 p.O. #
ELAP # 11480 Page 1 of 10
RE= 14-124; TD Development, LLC; Former Beech Nut Facility,

102 Church Street, Canajoharie, New york 13317

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
FTELD - 001A 214054885-01
1 Location: Roof Section - Built Up Roofing

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 0.6 o/o

No NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114

FIELD - OOl B

1

214054885-02
Location: Roof Section - Built Up Roofing

Black, Homogeneous, Non-Fibrous, Bulk Material

Non-fibrous 0.4 %

No NAD
(by NYS ELAP 198,6)
by Karol H. Lu

on 05129114
Analyst Description:

Asbestos Types:
Other Material:

FELT. OO2A

2
214054885-03

Location: Roof Section 1 - Bottom Layer Felt paper
No NAD

(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Non-fibrous 0.5 %

FELT - 0028 214054885_04
2 Location: Roof Section 1 - Bottom Layer Felt paper

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile <0.25 % pc

Other Material: Non-fibrous 1.3 %

Yes Trace (<0.25 o/o pc) 1

(EPA 400 PC)
by Karol H. Lu

on 05129114

tNS - 003A
3

214054885-05 No
Location: Roof Section 1 - Roofing Deck lnsulation (White)

NAD
(by NYS ELAP 198.1)
by Karol H. Lu

on 05128114
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Cellulose 1 %, Non-fibrous gg %

See Reporting notes on last page



AmeriSci Job #: 214054885
Client Name: Asbestos & EnvironmentalConsulting Corp.

Page 2 of 10

PLM Bulk Asbestos Report
14-124; TD Development, LLC; Former Beech Nut Facility, 102

Church Street, Canajoharie, New york 13317

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
rNS - 0038
3

214054885-06 IVo
Location: Roof Section 1 - Roofing Deck lnsulation (White)

NAD
(by NYS ELAP 198.1)
by Karol H. Lu

on 05128114
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Cellulose 1 %, Non-fibrous 9g %

FIELD - OO4A

4
214054885-07

Location: Roof Section 2 - Built Up Roofing
Yes Trace (<0.25 o/o pc)1

(EPA 400 PC)
by Karol H. Lu
on 05129114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile <0,25 oh pc

Other Material: Non-fibrous 48.4 o/o

FIELD - OO4B

4
214054885-08

Location: Roof Section 2 - Built Up Roofing
Yes 1.6 %1

(EPA 400 PC)
by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types: Chrysotile 1.6 %
Other Material: Non-fi brou s 34.2 %

FELT - OO5A

5
214054885-09

Location: Roof Section 2 - Bottom Layer Felt paper
No NAD

(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Non-fibrous 0.3 %

FELT - OO5B

5
214054885-10

Location: Roof Section 2 - Boftom Layer Felt paper

Black, Homogeneous, Non-Fibrous, Bulk Material

Non-fibrous 0.5 %

Alo NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114
Analyst Description:

Asbestos Types:
Other Materia!:

See Reporting notes on last page

NoINS - 0064
6

214054885-11
Location: Roof Section - Roofing Deck lnsulation (White)

NAD
(by NYS ELAP'198,1)
by Karol H. Lu
on 05128114

Anall6t Description: White, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Cellulose Trace, Non-fibrous 100 %



AmeriSci Job #: 214054885
Client Name: Asbestos & EnvironmentalConsulting Corp.

Page 3 of 10

PLM Bulk Asbestos Report
14-124; TD Development, LLC; Former Beech Nut Facility, 102

Church Street, Canajoharie, New York 13317

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
tNS - 0068
6

214054885-12
Location: Roof Section - Roofing Deck lnsulation (White)

Alo NAD
(by NYS ELAP 198.1)
by Karol H. Lu

on 05128114
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Cellulose Trace, Non-fibrous 100 %

FTELD - 0074 214054885-13
7 Location: Roof Section 3 - Built Up Roofing

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 12 o/o

No NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114

FIELD - 0078 214054885-14
7 Location: Roof Section 3 - Built Up Roofing

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Materia!: Non-fibrous 8.3 %

A/o NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114

FELT - OOSA

8

214054885-15
Location: Roof Section 3 - Bottom Layer Felt Paper

A/o NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Non-fibrous 0.8 o/o

FELT - OOSB

8

214054885-16
Location: Roof Section 3 - Bottom Layer Felt Paper

Black, Homogeneous, Non-Fibrous, Bulk Material

Non-fibrous 1.6 %

/Vo NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114
Analyst Description:

Asbestos Types:
Other Material:

See Reporting notes on last page

/VoFIELD - OO9A

I
214054885-17

Location: Roof Section 4 - Built Up Roofing
NAD

(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Non-fibrous 5,1 %



AmeriSci Job #: 214054885
Client Name: Asbestos & EnvironmentalConsulting Corp.

Page 4 of 10

PLM Bulk Asbestos Report
14-124; TD Development, LLC; Former Beech Nut Facility, 102

Church Street, Canajoharie, New york 13317

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
FIELD - OO9B

I
214054885-18

Location: Roof Section 4 - Built Up Roofing
/Vo NAD

(by NYS ELAP 198.6)
by Karol H. Lu
on 05129114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Materia!: Non-fibrous 0.3 %

FELT - OlOA
10

214054885-19
Location: Roof Section 4 - Botton Layer Felt Paper

Black, Homogeneous, Non-Fibrous, Bulk Material

Non-fibrous 0.3 %

/Vo NAD
(by NYS ELAP 198.6)
by Karol H. Lu
on 05129114

Analyst Description:
Asbestos Types:

Other Material:

FELT - 0108 214054885-20
10 Location: Roof Section 4 - Botton Layer Felt paper

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 3.7 o/o

No NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on OSl29l14

rNS - 011A
11

214054885-21 IVo
Location: Roof Section 4 - Roof Decking lnsulation (White)

NAD
(by NYS ELAP 198.1)
by Karol H. Lu

on 05128114
Analyst Description: Light Brown, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Cellulose 5 %, Non-fibrous g5 7o

INS - 01 1B

11

214054885-22 IVo
Location: Roof Section 4 - Roof Decking lnsulation (White)

NAD
(by NYS ELAP 198.1)
by Karol H. Lu
on 05128114

Anall6t Description: Light Brown, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Materia!: Cellulose 5 %, Non-fibrous g5 %

See Reporting notes on last page

YesF|ELD - O12A 214054885-23
12 Location: Roof Section 8 - Built Up Roofing

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile <0.25 o/o pc

Other Material: Non-fibrous b %

Trace (<0.25 o/o pc) 1

(EPA 400 PC)
by Karol H. Lu
on 05129114



AmeriSci Job #: 214054885
client Name: Asbestos & Environmentalconsulting corp. Page 5 of 10

PLM Bulk Asbestos Report
14-124; TD Development, LLC; Former Beech Nut Facility, 102

Church Street, Canajoharie, New york 13317

GIient No. / HGA Lab No. Asbestos Present Total % Asbestos
FIELD - 0128 214054885-24 yes Trace (<0.25 o/o pc)l
12 Location: Roof Section 8 - Buitt Up Roofing (EpA 400 pC)

by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types: Chrysotile <0.25 o/o pc
Other Material: Non-fibrous 13.6 %

INS - 013A 2140S4ABS-25 No NAD
1 3 Location: Roof Section 8 - Roofing Deck lnsulation (White) (by NyS ELAP 19g.1)

by Karol H. Lu
on 05128114

Analyst Description: Light Brown, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Cellulose 2 o/o, Non-fibrous gg %

INS - 0138 214054A85-26 IVo NAD
13 Location: Roof Section 8 - Roofing Deck tnsutation (White) (by NyS ELAP 19g.1)

by Karol H. Lu

on 05128114
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Materia!: Cellulose 5 %, Non-fibrous g5 %

FIELD - 014A 2|4OS4BBS-27 IVo NAD
14 Location: Roof Section 6 - Buitt Up Roofing (by NyS ELAp 198.6)

by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material; Non-fibrous 3.S %

FIELD. Ol48
14

214054885-28
Location: Roof Section 6 - Built Up Roofing

No NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Non-fibrous 18.3 %

See Reporting notes on last page

/VoFELT - 015A
15

214054885-29
Location: Roof Section 6 - Bottom Layer Felt paper

NAD
(by NYS ELAP 198.6)
by Karol H. Lu
on 05129114

Analyst Descrlption: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 3.1 o/o



AmeriSci Job #: 2140i4ggs
Client Name: Asbestos & Environmental Consulting Corp.

PLM Bulk Asbestos Report
14-124; TD Development, LLC; Former Beech Nut Facirity, 102

Church Street, Canajoharie, New york 13317

Page 6 of 10

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
FELT. 0158
15

214054885-30
Location: Roof Section 6 - Bottom Layer Felt paper

/Vo NAD
(by NYS ELAP 1e8.6)
by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Non-fibrous 0.4 %

tNS - 016A
16

214054885-31 No
Location: Roof Section 6 - Roofing Deck lnsulation (White)

NAD
(by NYS ELAP 198.1)
by Karol H. Lu

on 05128114
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Cellulose 5 7o, Non-fibrous g5 %

rNS - 0168
16

214054885-32 No
Location: Roof Section 6 - Roofing Deck lnsulation (White)

NAD
(by NYS ELAP 198.1)
by Karol H. Lu

on 05128114
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Cellulose 5 %, Non-fibrous 95 %

FILED - O17A
17

214054885-33
Location: Roof Section 7 - Built Up Roofing

Yes Trace (<0.25 o/o pc) I
(EPA 400 PC)
by Karol H, Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types: Chrysotile <0.25 o/o pc
Other Material: Non-fibrous 4.2 %

FILED. OlTB
17

214054885-34
Location: Roof Section 7 - Built Up Roofing

Yes Trace (<0.25 o/o pc)1
(EPA 400 PC)
by Karol H. Lu
on 05129114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile <0.25 % pc

Other Material: Non-fibrous 6.9 %

See Reporting notes on last page

YesFIELD - 018A
18

214054885-35
Location: Roof Section 9 - Built Roofing

2.3 0/o

(by NYS ELAP 198.6)
by Karol H. Lu
on 05129114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 2.3 %

Other Material: Non-fibrous 10.3 %



AmeriSci Job #: 21405489s
Client Name: Asbestos & EnvironmentalConsulting Corp.

Page 7 of 10

PLM Bulk Asbestos Report
14-124; TD Development, LLC; Former Beech Nut Facility, 102

Church Street, Canajoharie, New york 13317

Glient No. / HGA Lab No. Asbestos Present Total % Asbestos
FIELD - 018B
18

214054885-36
Location: Roof Section 9 - Built Roofing

NA/PS

Analyst Description: Bulk Material
Asbestos Types:

Other Materia!:

HMOP - 019A 214054885-37
19 Location: Roof Section 9 - Bottom Layer Hot Mop

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 0.4 7o

Alo NAD
(by NYS ELAP 198.6)
by Karol H. Lu
on OSl29l14

HMOP - 0198 214054885_38
19 Location: Roof Section 9 - Bottom Layer Hot Mop

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 0.4 %

IVo NAD
(by NYS ELAP 198.6)
by Karol H. Lu
on 05129114

FIELD - O2OA

20
214054885-39

Location: Roof Section 10 - Built Up Roofing

Black, Homogeneous, Non-Fibrous, Bulk Material

Non-fibrous 64.9 o/o

No NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114
Analyst Description:

Asbestos Types:
Other Material:

FIELD - 0208 214054885-40
20 Location: Roof Section 10 - Built Up Roofing

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 6'1 .9 %

A/o NAD
(by NYS ELAP 198.6)
by Karol H. Lu
on 05129114

See Reporting notes on last page

NoFELT -021A 214054885-41
21 Location: Roof Section 10 - Bottom Layer Felt paper

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 0.3 %

NAD
(by NYS ELAP 198.6)
by Karol H. Lu
on 05129114



AmeriSci Job #: 214054885
Client Name: Asbestos & EnvironmentalConsulting Corp,

Page 8 of 10

PLM Bulk Asbestos Report
14-124; TD Development, LLC; Former Beech Nut Facility, 102

Church Street, Canajoharie, New York 13317

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
FELT .0218,
21

214054885-42
Location: Roof Section 10 - Bottom Layer Felt Paper

Black, Homogeneous, Non-Fibrous, Bulk Material

Non-fibrous 0.5 %

No NAD
(by NYS ELAP 1e8.6)
by Karol H. Lu

on05129|14
Analyst Description:

Asbestos Types:
Other Material:

FTELD - 022A 214054885-43
22 Location: Roof Section 11 - Buitt Up Roofing

Anallpt Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile <0.25 o/o pc

Other Material: Non-fibrous 6 %

Yes Trace (<0.25 o/o pc) 1

(EPA 400 PC)
by Karol H. Lu

on 05129114

FIELD - O22B

22
214054885-44

Location: Roof Section 11 - Built Up Roofing

Yes Trace (<0.25 o/o pc)1
(EPA 400 PC)
by Karol H. Lu

on 05129114
Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types: Chrysotile <0.25 o/o pc
Other Material: Non-fibrous 15.5 %

FELT - O23A

23
214054885-45

Location: Roof Section 11 - Bottom Layer Felt Paper

Black, Homogeneous, Non-Fibrous, Bulk Material

Non-fibrous 8.4 %

A/o NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114
Analyst Description:

Asbestos Types:
Other Material:

FELT - 0238 214054885-46
23 Location: Roof Section 11 - Bottom Layer Felt paper

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 14 Yo

/Vo NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114

INS - 0244
24

214054885-47 /Vo
Location: Roof Section 1 1 - Roofing Deck lnsulation (White)

NAD
(by NYS ELAP 198.1)
by Karol H. Lu

on 05128114
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Cellulose 2 %, Non-fibrous g8 %

See Reporting notes on last page



AmeriSci Job #: 214014ggs
Client Name: Asbestos & EnvironmentalConsulting Corp.

PLM Bulk Asbestos Report
14-124; TD Development, LLC; Former Beech Nut Facility, 102

Church Street, Canajoharie, New york 13317

Page 9 of 10

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
INS - 0248
24

214054885-48
Location: Roof Section 11 - Roofing Deck lnsulation (White)

/Vo NAD
(by NYS ELAP 198.1)
by Karol H. Lu

on 05128114
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Cellulose 2 %, Non-fibrous 98 %

FIELD -025A 214054885-49
25 Location: Roof Section 12 - Buitt Up Roofing

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile <0.25 o/o pc

Other Material: Non-fibrous 10.6 %

Yes Trace (<0.25 % pc)l
(EPA 400 PC)
by Karol H. Lu

on 05129114

FIELD. O25B

25
214054885-50

Location: Roof Section 12 - Built Up Roofing

Yes Trace (<0.25 o/o pc) 1

(EPA 400 PC)
by Karol H. Lu
on 05129114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile <0.25 o/o pc

Other Material: Non-fibrous 12.2 %

FELT - 0264 214054885-51
26 Location: Roof Section 12 - Bottom Layer Fett paper

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 13.3 %

No NAD
(by NYS ELAP 198.6)
by Karol H. Lu

on 05129114

FELT - 0268
26

214054885-52
Location: Roof Section 12 - Bottom Layer Felt Paper

No NAD
(by NYS ELAP 198.6)
by Karol H. Lu
on 05129114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 16.3 %

INS - 027A
27

214054885-53 /Vo
Location: Roof Section 12 - Roofing Deck lnsulation (White)

NAD
(by NYS ELAP 198.1)
by Karol H. Lu

on 05128114
Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Material: Cellulose 5 o/o, Non-fibrous g5 %

See Reporting notes on last page



AmeriSci Job #: 214054AAs
client Name: Asbestos & Environmental consulting corp. Page 10 of 10

PLM Bulk Asbestos Report
14-124; TD Development, LLC; Former Beech Nut Facility, 102

Church Street, Canajoharie, New york 13317

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
INS - 0278 2140S4ABS-54 IVo NAD
27 Location: Roof Section 12 - Roofing Deck lnsulation (White) (by NYS ELAp 198.1)

by Karol H. Lu

on 05128114
Analpt Description: White, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types:
Other Materia!: Cellulose 2 %, Non-fibrous g8 %

Reporting Notes:

(l) Sample prepared forenalpis by ELS $.6 method
Analyzed by: Karol H.Lu tVh---zL-{-*.NAD/NSD 

=no asbestos detected; NA =not analyzed; NtuPS=not analyzed/positive stop; PLM Bulk Asbestos Analysis by EPA 600/M4-82-020 per 40
CFR 763 (NVLAP Lab Code 200546-0), ELAP PLM Method 198.1 for NY friable samples, which includes the identification and quantitation of
vermiculite or 198.6 for NOB samples or EPA 400 pt ct by EPA 600/M4-82-020 (NY ELAP Lab |D11480); Note:PLM is not consistently reliable in
detecting asbestos in floor coverings and similar non-friable organically bound materials. NAD or Trace results by PLM are inconclusive, TEM is
currently the only method that can be used to determine if this material can be considered or treated as non asbestos-containing in NY State (also see
EPA Advisory for floor tile, FR 59,146,38970,8/1/94) National lnstitute of Standards and Technology Accreditation requirements mandate that this report
must not be reproduced except in full without the approval of the lab.This PLM report relates ONLY to the items tested. AIHA Lab # 102843, Rl
Cert#AAL-094, CT Cert#P H -0 1 86, Mass Cert#AA000054.

Reviewed By: END OF REPORT
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Asbestos Bulk Sample Chain of Custody

Project No. 14-124 AECC Contact: Bryan Bowers
client ' . TD Development, LLC office Phone: 31s-432-9400
Address Former Beech Nut Facility Office Fax: 315-432-9405

102 Church Street, Canajoharie E-mail: labdata@aeccgroup.com
New York 13317

Analyzing Sequence: 1 - Separate layers/mastics for individual analysis, if applicable.
2 - Determine method of analysis for PLM (198.1 or 198.6).
3 - lf the pl-ttl t{OA result is equal to or greater than 1% asbestos, testing of material is complete.

lf the PLM NOB result is less than 1% asbestos, please analyze utilizing TEM.
4 - lf submitted in series (A, B, C), please stop at first positive.
5 - Report results as % Asbestos via e-mail.

Sample Turnaround Time: {>*f
_/

Verbal To: 
--z' Phone:

Sample lD Location Description Report
Results As

FIELD-OO1,A.B Roof Section 1 Built-Uo Roofino % Asbestos

FELT-OO2A.B Roof Section 1 Bottom Laver Felt Paoer % Asbestos

INS-OO3A,B Roof Section 1 Roofinq Deck Insulation (White) % Asbestos

FIELD-OO4A.B Roof Section 2 Built-Up Roofinq % Asbestos

FELT-OOsA,B Roof Section 2 Bottom Layer Felt Paper % Asbestos

INS-O06A.B Roof Section 2 Roofinq Deck lnsulation (White) % Asbestos

FIELD-OO7A.B Roof Section 3 Built-Up Roofino % Asbestos

FELT-OOBA,B Roof Section 3 Bottom Laver Felt Paper % Asbestos

FIELD-OO9A.B Roof Section 4 Built-Uo Roofino % Asbestos
-- - l

FELT-O1OA]B Rboisection 4 Bottom Laver Felt Paoer % Asbestos

INS-O11A,B Roof Section 4 Roofinq Deck lnsulation (White) % Asbestos

FIELD-O124.B Roof Section 8 Built-Uo Roofino % Asbestos

INS-O13A,B Roof Section B Roofinq Deck lnsulation (White) % Asbestos

FIELD-O144.B Roof Section 6 Built-Up Roofinq % Asbestos

FELT-O15A.B Roof Section 6 Bottom Laver Felt Paoer % Asbestos

INS-O164,B Roof Section 6 Roofino Deck lnsulation (White) % Asbestos

FILED-O17A,B Roof Section 7 Built-Up Roofinq % Asbestos

FIELD-O18A,B Roof Section 9 Built-Uo Roofino % Asbestos

sampred By: / ////. //Az// Date: V/Z>n4
Shipped By: Date:

Received ey lab{na-i -) u-l | 1{o n lV-nL t/^^l IJ$aJ- Date: 5l>"lll+ )a!3>-
Results e-mailed Bv: Date:
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14-124
TD Development, LLC
Former Beech Nut Facility
102 Church Street, Canaioharie

?,L 4 0 5 4 g 8 5

Project No.
Client
Address

Asbestos Bulk Sample Chain of Custody

AECC Contact: Bryan Bowers
Office Phone: 315-432-9400
Office Fax:
E-mail:

315-432-9405
labdata@aeccgrou p. com

New York 13317

Analyzing Sequence: 1 - Separate layers/mastics for individual analysis, if applicable.
2 - Determine method of analysis for PLM (198.1 or 198.6).
3 - lf the PLM NOB result is equal to or greater than 1% asbestos, testing of material is complete.

lf the PLM NOB result is less than 1To asbestos, please analyze utilizing TEM.
4 -. lf submitted in series (A, B, C), please stop at first positive.
5 - Report results as % Asbestos via e-mail.

Sample Turnaround Time: {VeY VerbalTo: ---a

Sample lD Location Description Report
Results As

HMOP-O19A,B Roof Section 9 Bottom Laver Hot Mop % Asbestos

FIELD-O2OA,B Roof Section 10 Built-Uo Roofino % Asbestos

FELT-O21A.B Roof Section 10 Bottom Laver Felt Paper % Asbestos

FIELD-022A;B Roof Section 11 Built-Up Roofino % Asbestos

FELT-O23A,B Roof Section 11 Bottom Laver Felt Paper % Asbestos

INS-O24A,B Roof Section 11 Roofinq Deck lnsulation (White) % Asbestos

FIELD-O25A,B Roof Section 12 Built-Uo Roofino % Asbestos

FELT-O26A,B Roof Section 12 Bottom Laver Felt Paoer % Asbestos

INS-027A,8, Roof Section 12 Roofinq Deck lnsulation (White) % Asbestos

% Asbestos

% Asbestos

% Asbestos

% Asbestos

% Asbestos

% Asbestos

% Asbestos

% Asbestos

% Asbestos

Results e-mailed

Phone:f--
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